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JIANGXI GAOAN YUEYING NEW MATERIALS CO.LTD 
ARCHITECTURAL CERAMIC INDUSTRIAL BASE ,BAJING TOWN,GAOAN CITY,JIANGXI PROVINCE,CHINA 
 
 
Sample Description : 290*8MM,265*255*8MM;13.2 INCH ROUND PIZZA STONE;12*11.6 INCH  

SQUARE PIZZA STONE 

Item No. : 290*8MM,265*255*8MM;13.2寸 ROUND PIZZA STONE;12*11.6 寸 

SQUARE PIZZA STONE 

As above test item and its relevant information regarding to the submission are provided and confirmed by the 

applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 

reliability or/and integrity accordingly. 

************ 
SGS Ref No. : CANHG2214021301   

Sample Receiving Date : Jun 27, 2022 

Test Performing Date : Jun 28, 2022 to Jul 05, 2022 

Test Performed : Selected test(s) as requested by applicant 

Test Result(s) : For further details, please refer to the following page(s) 

esult Summary : 
 

 Test Requested Conclusion 
 

 Regulation (EC) No 1935/2004 of the European Parliament and of the Council of  PASS 

 27 October 2004,German Food, Articles of Daily Use and Feed Code of  

 September 1, 2005 (LFGB), Section 30 & 31 with amendments–Sensorial  

 examination odour and taste test 

 Regulation (EC) No 1935/2004 of the European Parliament and of the Council of  PASS 

 27 October 2004,German Food, Articles of Daily Use and Feed Code of  

 September 1, 2005 (LFGB), Section 30 with amendments &  

 DIN51032-2017－Leachable Lead and Cadmium 

 ALS Opinion Number 2017/15－Leachable Cobalt PASS 
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Signed for and on behalf of 
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch 
 

 

 

 
—————————————   

Shiny Hu   

Authorized Signatory   
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Test Result(s) : 
  
 

Test Part Description : 

 

 Specimen No. SGS Sample ID Description Material 

 (claimed by the client) 

 SN1 CAN22-140213.001 Stone board Stone 

 
  

Regulation (EC) No 1935/2004 of the European Parliament and of the Council of 27 October 2004,German  

Food, Articles of Daily Use and Feed Code of September 1, 2005 (LFGB), Section 30 & 31 with amendments– 

Sensorial examination odour and taste test 
 

Test Method : With reference to DIN10955:2004,direct contact method. 

 No.of panelist:6 

 

 Test Item(s) Limit 001 

Test media - Distilled water 

Test Temperature (℃) - 100 

Test time (hr) - 2 

Sensorial examination odour (Point scale) 2.5 0.0 

Sensorial examination taste (Point scale) 2.5 0.0 

Comment PASS 

 

Notes : 

 Intensity scale (rounded at 0.5): 

  0 – no perceptible difference  

  1 – just perceptible difference  

  2 – slight difference 

  3 – marked difference 

  4 – strong difference 

 
  
Regulation (EC) No 1935/2004 of the European Parliament and of the Council of 27 October 2004,German  

Food, Articles of Daily Use and Feed Code of September 1, 2005 (LFGB), Section 30 with amendments &  

DIN51032-2017－－－－Leachable Lead and Cadmium 
 

Test Method : With reference to EN 1388-1: 1995 & EN 1388-2:1995. Analysis was performed by ICP-OES. 
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Sample 001 Flatware 
 

 Vol. of 4%HAc  Surface Area 

 used(mL) (dm²) 

 1 2296 13.75 
 

 Leachable Lead Leachable Cad- 

 (mg/dm²) mium(mg/dm²) 

 1 <0.1 <0.01 

 

 Limit 0.4 0.05 

 

Notes : 

 Flatware: With an internal depth not exceeding 25mm, measured from the lowest point to the horizontal  

 plane passing through the overflow point. 

 Hollowware: Those articles which do not fall into the category of Flatware. 

 Drinking rim: The drinking rim is a 20mm wide section of the external surface of a drinking vessel. The  

 width is measured downwards from the upper edge along the wall of the vessel. 

 
  

ALS Opinion Number 2017/15－－－－Leachable Cobalt 
 

Test Method : With reference to EN 1388-1: 1995 . Analysis was performed by ICP-OES. 
 

Sample 001 Flatware 
 

 Vol. of 4%HAc  Surface Area 

 used(mL) (dm²) 

 1 2296 13.75 

 

 Leachable Cobalt 

 (mg/dm²) 

 1 <0.01 

 

 Limit 0.02 
 

 

Remark:Limit = Reference limit. 

 Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for  

 Simple Acceptance Rule (w =0) stated in ILAC-G8:09/2019. 

 
Remark: According to client’s claim, the materials of all products are identical, but the product shown in the product 
photo which was offered by the client, was not tested by SGS. 
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Sample photo: 

 
CAN22-140213.001 

 

Product Photo： 

 

 
 
 
 
 

***End of Report*** 
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